US009461143B2

a2 United States Patent

Pethe et al.

US 9,461,143 B2
Oct. 4, 2016

(10) Patent No.:
45) Date of Patent:

(54)

(71)

(72)

(73)

")

@
(22)
(65)

(1)

(52)

(58)

GATE CONTACT STRUCTURE OVER
ACTIVE GATE AND METHOD TO
FABRICATE SAME

Applicants: Abhijit Jayant Pethe, Hillsboro, OR
(US); Tahir Ghani, Portland, OR (US);
Mark Bohr, Aloha, OR (US); Clair
Webb, Aloha, OR (US); Harry Gomez,
Hillsboro, OR (US); Annalisa
Cappellani, Portland, OR (US)

Abhijit Jayant Pethe, Hillsboro, OR
(US); Tahir Ghani, Portland, OR (US);
Mark Bohr, Aloha, OR (US); Clair
Webb, Aloha, OR (US); Harry Gomez,
Hillsboro, OR (US); Annalisa
Cappellani, Portland, OR (US)

Intel Corporation, Santa Clara, CA
(US)

Subject to any disclaimer, the term of this

patent is extended or adjusted under 35
U.S.C. 154(b) by 247 days.

Appl. No.: 13/622,974

Inventors:

Assignee:

Notice:

Filed: Sep. 19, 2012
Prior Publication Data
US 2014/0077305 Al Mar. 20, 2014
Int. CL.
HOIL 21/70 (2006.01)
HOIL 29/66 (2006.01)
HOIL 21/768 (2006.01)
HOIL 29/78 (2006.01)
U.S. CL

CPC ... HOIL 29/66545 (2013.01); HOI1L 21/76807
(2013.01); HOIL 21/76895 (2013.01); HOIL
21/76897 (2013.01); HOI1L 29/785 (2013.01)

Field of Classification Search

CPC ... HO1L 21/76895; HO1L 21/76897;
HO1L 21/76807; HO1L 29/785; HO1L

29/66545

USPC ..o 257/368, E21.409, E29.255

See application file for complete search history.

(56) References Cited

U.S. PATENT DOCUMENTS

7,932,577 B2 4/2011 Webb et al.
8,084,311 Bl  12/2011 Horak et al.
2002/0055222 Al* 52002 Kim .....ccocceeee HO1L 21/76897
438/239
(Continued)

FOREIGN PATENT DOCUMENTS

EP 0 448 307 9/1991
EP 1211716 6/2002
(Continued)

OTHER PUBLICATIONS

International Search Report and Written Opinion of the Interna-
tional Searching Authority dated Dec. 11, 2013, in International
Patent Application No. PCT/US2013/057116.

(Continued)

Primary Examiner — Vongsavanh Sengdara
(74) Attorney, Agent, or Firm — Blakely, Sokoloff, Taylor
& Zafman LLP

(57) ABSTRACT

Gate contact structures disposed over active portions of
gates and methods of forming such gate contact structures
are described. For example, a semiconductor structure
includes a substrate having an active region and an isolation
region. A gate structure has a portion disposed above the
active region and a portion disposed above the isolation
region of the substrate. Source and drain regions are dis-
posed in the active region of the substrate, on either side of
the portion of the gate structure disposed above the active
region. A gate contact structure is disposed on the portion of
the gate structure disposed above the active region of the
substrate.

28 Claims, 10 Drawing Sheets

/ /
. 2 o
% 7
. .
/ 330
7 1
2%2%7%% 222227 Z 7 2%2%%%
4 777 7 é )
D NS N SRR NN
\::\:: :\i:\: :t\\\\ \:t\z\ \:t\:
NN N ~ SRS DAY
RSN RS AV o N
SRR ARRNN \\/\\\ N SN0
340
311A 308C 311 41B
34A 342A 308D

3428



US 9,461,143 B2

Page 2
(56) References Cited FOREIGN PATENT DOCUMENTS
U.S. PATENT DOCUMENTS Jp 63036564 2/1988
Jp 08181323 7/1996
2004/0169207 Al* 9/2004 Park .............. HOI1L 21/823437 WO WO-2011/111133 9/2011
257/250 WO WO0-2012/065377 5/2012
2005/0019993 Al 1/2005 Lee et al. WO WO0-2013/095548 6/2013
2005/0167758 Al* 82005 Ahn ........... HOLL 21/76897
257/390
2006/0249783 Al 11/2006 Lojek OTHER PUBLICATIONS
2009/0140334 Al 6/2009 Ch
2010/0230737 Al 9/2010 Ku;rl(r)ll%i Office Action for Taiwanese Patent Application No. 102131803,
2011/0042752 Al 2/2011 Mayuzumi dated Jan. 20, 2015, 16 pgs.
2011/0156107 Al 6/2011 Bohr et al. International Preliminary Report on Patentability from PCT/
2012/0001271 A1l 1/2012 Chae et al. US2013/057116 mailed Apr. 2, 2015, 9 pgs.
2012/0032275 Al 2/2012 Haran et al. Extended European Search Report from European Patent Applica-
2012/0313148 Al* 12/2012 Schultz ............. HO1L 21/76895 tion No. 13838318.7 mailed May 18, 2016, 11 pgs.
257/288
2013/0285157 A1 10/2013 Yin et al. * cited by examiner



U.S. Patent Oct. 4, 2016 Sheet 1 of 10 US 9,461,143 B2

200A

212B

206

.
NP
B j%;
2
&//
-
7
%
-
7
7
1%
7

204

216
FIG. 2A

208B
210B
)

210A /

)
/
212A

3 S
3 ' 3
8\ =) =
= 2.7 AR 2
\\,w v'\i\ | ]
B | <
3 S e <
O
L
ST

108A




U.S. Patent Oct. 4, 2016 Sheet 2 of 10 US 9,461,143 B2

200B

260
254
252

/////Z‘Z’/I/Y\/////////j

FIG. 2B

PLANAR TRANSISTOR /
216
|

S T

270
250

100B

116

]~
114
l—~
<~
Y
D
N
NN
N

160
R
NN
N
NN
SN
NN

m 7 m
|C_) /// 'y
W) 7, ;/ b wn
Z 7 s v
% ///////////// "
=z BRI
: L O
= ;// j// ;// ; —
o AR,
<< sl LL
= s s
< ARSI
I Ll .
o ARSI
s s Ve
s
s s s
 » s sy 7/
s 70,
IR
R P YR R
. s,
0,
A
/ //////
R
( o4
/ /£
s/ ) /
o 3/ g o
ety
= 2 an) =
=3 -
=

1088{



U.S. Patent Oct. 4, 2016 Sheet 3 of 10 US 9,461,143 B2

/ 200C

TRI-GATE TRANSISTOR /260

254

216

FIG. 2C

204C

270

/100C
7@

3

o

o &)
3 -
=

é n
~ O
ILI—J —
5 LL
o

'_

N1

170




U.S. Patent Oct. 4, 2016 Sheet 4 of 10 US 9,461,143 B2

320 320 320 320 322 322 310C

) )

N
A VXA A A
A YA YA
AN
N N AN AN
NN NN NS
\.\ \.\ \\\\\\\
N N [~ N “ AN
A AN RN
NANS \ N \
N NN Y R

302

308B 308C 3108

308D 308E
FIG. 3A
322 324 322 322 324 322 324

//// / 7 // 7 /// / //// / 2%52%

AN a0 /\/<§

NN NN NN 2 NN
ll‘i\‘ R RS NN %\\\ N &i‘\\\\ RN -
1+

311B

FIG. 3B

311C



U.S. Patent Oct. 4, 2016 Sheet 5 of 10 US 9,461,143 B2

Z
7
Z
NES ANES NN NN NS
AN AREARN NSNS RN [RREN
TS NN SRR NS Os NOEN
DN RN AN INRAEN N
SN NN NAEN NS NN
NN AN RN AN OON
PR AR SRR N RN SO
TS EAREN SN ON NN ON RN
[NAREN PN D NN O

334 332
322 322 324 324

324
jso
336 336 322

222 222297 722227 222222 %227 |/

7 %55 A A 5’“’%2
\:z\\\ :\::\\ ::\::\ \:: i: \::\t
Y AN Y N AN AN ™ A AN N

DA AR SRR SN CRRY
N \/\ N NS \\){\\ NN SN
NYAN AR NosFos WS CAN AN
308A 3114 308B 08C 3118 stic 308E

308D

FIG. 3D



U.S. Patent Oct. 4, 2016

322
/ 324 322

322 324

(oe)
C)
(a3}

322 324

Sheet 6 of 10 US 9,461,143 B2

|
330
338 338 336 1
322
1

7/ A 222227 727447

7 7 2 o

N

\\:\\: :\\i\\ \’\‘\\‘\‘\ NNSN \\:\\

NS N SN SN Sy
NN SN ARRRY RGN \

SN VRN AR S AR AN
AVAREN A A LINN N
\/ A AL \)( N NOAN AT

FIG. 3E

308D

TR a1

308C
342A

FIG. 3F

/
/ 330
Y
22%2%%% 22222 Z 7 2227
24222% 245%2 Z Z 2447
R N AL AN N
NN NN NN NN NS
A NN AR AR NN
NS SN NN N N\
SN W LN LN LRGN
NN AANRY S NN NN
NN SN AR ~ ~
AR AN N AN NN \
OO NN \/\ N ~ \l NG
N AY A AN AV &N A




U.S. Patent Oct. 4, 2016 Sheet 7 of 10 US 9,461,143 B2

474
470
472
420
408
406
402

FIG. 4



U.S. Patent Oct. 4, 2016 Sheet 8 of 10 US 9,461,143 B2

%2%2%2%%2% 2%2%2%2%%% 22%%%2%2%%
%%2%2%%%% 2%%%2%%% 25%%%2%%%
YO SN SOV
SRS NN
AN LN RS
RN [AREN AN
FRARN VN
NN N N
RARY ~ \\Z\\
N N
N A A 302

308C

310B

308D

520 520 520 520 520

FIG. 5A

%%22%%%%2%7 57%2%%%%%%% 777 27z %2%2%%%%
%%27%%2%2%27 $%5%%%2%%2%% 227 %% 2222227
N NN ~ ~
AREARN AR PR NRAN KRN
RN NS NN RN NN
CRRN NN NRAN CAEY AN
NRAES NN AR N N NN
NEN AN N RN SOARY
N N N RN RN
INEN AR SYNY NN s
NRARN RN \ ~ EAREN
[N [REN N A \

311A 308C 341B
341A 549A s08p \ 311C

FIG. 5B T



U.S. Patent Oct. 4, 2016 Sheet 9 of 10 US 9,461,143 B2

600
610A 6108 v

S 608B S
608A\ g 608C
7 7 /~/
_aaE 680

N\
FIG. 6

708A

N7

FIG. 7



U.S. Patent Oct. 4, 2016

Sheet 10 of 10

US 9,461,143 B2

CAMERA

PROCESSOR
804

COMMUNICATION
CHIP
806

COMMUNICATION
CHIP
806

DRAM DRAM

ROM

CHIPSET

GRAPHICS
AMP CPU

TOUCHSCREEN
CONTROLLER

GPS COMPASS

MOTHERBOARD
802

ANTENNA

SPEAKER

TOUCHSCREEN
DISPLAY

BATTERY

COMPUTING DEVICE

800

FIG. 8



US 9,461,143 B2

1
GATE CONTACT STRUCTURE OVER
ACTIVE GATE AND METHOD TO
FABRICATE SAME

TECHNICAL FIELD

Embodiments of the invention are in the field of semi-
conductor devices and processing and, in particular, gate
contact structures disposed over active portions of gates, and
methods of forming such gate contact structures.

BACKGROUND

For the past several decades, the scaling of features in
integrated circuits has been a driving force behind an
ever-growing semiconductor industry. Scaling to smaller
and smaller features enables increased densities of func-
tional units on the limited real estate of semiconductor chips.
For example, shrinking transistor size allows for the incor-
poration of an increased number of memory or logic devices
on a chip, lending to the fabrication of products with
increased capacity. The drive for ever-more capacity, how-
ever, is not without issue. The necessity to optimize the
performance of each device becomes increasingly signifi-
cant.

In the manufacture of integrated circuit devices, multi-
gate transistors, such as tri-gate transistors, have become
more prevalent as device dimensions continue to scale
down. In conventional processes, tri-gate transistors are
generally fabricated on either bulk silicon substrates or
silicon-on-insulator substrates. In some instances, bulk sili-
con substrates are preferred due to their lower cost and
because they enable a less complicated tri-gate fabrication
process.

Scaling multi-gate transistors has not been without con-
sequence, however. As the dimensions of these fundamental
building blocks of microelectronic circuitry are reduced and
as the sheer number of fundamental building blocks fabri-
cated in a given region is increased, the constraints on the
lithographic processes used to pattern these building blocks
have become overwhelming. In particular, there may be a
trade-off between the smallest dimension of a feature pat-
terned in a semiconductor stack (the critical dimension) and
the spacing between such features.

BRIEF DESCRIPTION OF THE DRAWINGS

FIG. 1A illustrates a plan view of a semiconductor device
having a gate contact disposed over an inactive portion of a
gate electrode.

FIG. 1B illustrates a cross-sectional view of a planar
semiconductor device having a gate contact disposed over
an inactive portion of a gate electrode.

FIG. 1C illustrates a cross-sectional view of a non-planar
semiconductor device having a gate contact disposed over
an inactive portion of a gate electrode.

FIG. 2A illustrates a plan view of a semiconductor device
having a gate contact via disposed over an active portion of
a gate electrode, in accordance with an embodiment of the
present invention.

FIG. 2B illustrates a cross-sectional view of a planar
semiconductor device having a gate contact via disposed
over an active portion of a gate electrode, in accordance with
an embodiment of the present invention.

FIG. 2C illustrates a cross-sectional view of a non-planar
semiconductor device having a gate contact via disposed
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2

over an active portion of a gate electrode, in accordance with
an embodiment of the present invention.

FIGS. 3A-3F illustrate cross-sectional views representing
various operations in a method of fabricating a semiconduc-
tor structure having a gate contact structure disposed over an
active portion of a gate, in accordance with an embodiment
of the present invention, with:

FIG. 3A illustrating a semiconductor structure following
trench contact formation;

FIG. 3B illustrating a recessing of trench contacts and
formation of an insulating cap layer thereon within the
spacers of the structure of FIG. 3A;

FIG. 3C illustrating formation and patterning of an inter-
layer dielectric (ILD) and hardmask stack above the struc-
ture of FIG. 3B;

FIG. 3D illustrating formation of via openings in the
inter-layer dielectric (ILD) and extending from the metal (0)
trench to one or more of the recessed trench contacts of the
structure of FIG. 3C;

FIG. 3E illustrating formation of via openings in the
inter-layer dielectric (ILD) and extending from the metal (0)
trench to one or more gate stack structures of the structure
of FIG. 3D;

FIG. 3F illustrating the formation of a metal contact
structure in the metal (0) trench and via openings of the
structure described in association with FIG. 3E.

FIG. 4 illustrates a cross-sectional view of another non-
planar semiconductor device having a gate contact via
disposed over an active portion of a gate electrode, in
accordance with another embodiment of the present inven-
tion.

FIGS. 5A and 5B illustrate cross-sectional views repre-
senting various operations in a method of fabricating another
semiconductor structure having a gate contact structure
disposed over an active portion of a gate, in accordance with
another embodiment of the present invention.

FIG. 6 illustrates a plan view of another semiconductor
device having a gate contact via disposed over an active
portion of a gate, in accordance with another embodiment of
the present invention.

FIG. 7 illustrates a plan view of another semiconductor
device having a trench contact via coupling a pair of trench
contacts, in accordance with another embodiment of the
present invention.

FIG. 8 illustrates a computing device in accordance with
one implementation of the invention.

DESCRIPTION OF THE EMBODIMENTS

Gate contact structures disposed over active portions of
gates and methods of forming such gate contact structures
are described. In the following description, numerous spe-
cific details are set forth, such as specific integration and
material regimes, in order to provide a thorough understand-
ing of embodiments of the present invention. It will be
apparent to one skilled in the art that embodiments of the
present invention may be practiced without these specific
details. In other instances, well-known features, such as
integrated circuit design layouts, are not described in detail
in order to not unnecessarily obscure embodiments of the
present invention. Furthermore, it is to be understood that
the various embodiments shown in the Figures are illustra-
tive representations and are not necessarily drawn to scale.

One or more embodiments of the present invention are
directed to semiconductor structures or devices having one
or more gate contact structures (e.g., as gate contact vias)
disposed over active portions of gate electrodes of the
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semiconductor structures or devices. One or more embodi-
ments of the present invention are directed to methods of
fabricating semiconductor structures or devices having one
or more gate contact structures formed over active portions
of gate electrodes of the semiconductor structures or
devices. Approaches described herein may be used to reduce
a standard cell area by enabling gate contact formation over
active gate regions. In one or more embodiments, the gate
contact structures fabricated to contact the gate electrodes
are self-aligned via structures.

In technologies where space and layout constraints are
somewhat relaxed compared with current generation space
and layout constraints, a contact to gate structure may be
fabricated by making contact to a portion of the gate
electrode disposed over an isolation region. As an example,
FIG. 1A illustrates a plan view of a semiconductor device
having a gate contact disposed over an inactive portion of a
gate electrode.

Referring to FIG. 1A, a semiconductor structure or device
100A includes a diffusion or active region 104 disposed in
a substrate 102, and within an isolation region 106. One or
more gate lines (also known as poly lines), such as gate lines
108A, 108B and 108C are disposed over the diffusion or
active region 104 as well as over a portion of the isolation
region 106. Source or drain contacts (also known as trench
contacts), such as contacts 110A and 110B, are disposed
over source and drain regions of the semiconductor structure
or device 100A. Trench contact vias 112A and 112B provide
contact to trench contacts 110A and 110B, respectively. A
separate gate contact 114, and overlying gate contact via
116, provides contact to gate line 108B. In contrast to the
source or drain trench contacts 110A or 110B, the gate
contact 114 is disposed, from a plan view perspective, over
isolation region 106, but not over diffusion or active region
104. Furthermore, neither the gate contact 114 nor gate
contact via 116 is disposed between the source or drain
trench contacts 110A an 110B.

FIG. 1B illustrates a cross-sectional view of a planar
semiconductor device having a gate contact disposed over
an inactive portion of a gate electrode. Referring to FIG. 1B,
a semiconductor structure or device 100B, e.g. a planar
version of device 100A of FIG. 1A, includes a planar
diffusion or active region 104B disposed in substrate 102,
and within isolation region 106. Gate line 108B is disposed
over the planar diffusion or active region 104B as well as
over a portion of the isolation region 106. As shown, gate
line 108B includes a gate electrode 150 and gate dielectric
layer 152. As well, a dielectric cap layer 154 may be
disposed on the gate electrode, e.g., a dielectric cap layer for
protecting a metal gate electrode. Gate contact 114, and
overlying gate contact via 116 are also seen from this
perspective, along with an overlying metal interconnect 160,
all of which are disposed in inter-layer dielectric stacks or
layers 170. Also seen from the perspective of FIG. 1B, the
gate contact 114 and gate contact via 116 are disposed over
isolation region 106, but not over planar diffusion or active
region 104B.

FIG. 1C illustrates a cross-sectional view of a non-planar
semiconductor device having a gate contact disposed over
an inactive portion of a gate electrode. Referring to FIG. 1C,
a semiconductor structure or device 100C, e.g. a non-planar
version of device 100A of FIG. 1A, includes a non-planar
diffusion or active region 104C (e.g., a fin structure) formed
from substrate 102, and within isolation region 106. Gate
line 108B is disposed over the non-planar diffusion or active
region 104C as well as over a portion of the isolation region
106. As shown, gate line 108B includes a gate electrode 150
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and gate dielectric layer 152, along with a dielectric cap
layer 154. Gate contact 114, and overlying gate contact via
116 are also seen from this perspective, along with an
overlying metal interconnect 160, all of which are disposed
in inter-layer dielectric stacks or layers 170. Also seen from
the perspective of FIG. 1C, the gate contact 114 is disposed
over isolation region 106, but not over non-planar diffusion
or active region 104C.

Referring again to FIGS. 1A-1C, the arrangement of
semiconductor structure or device 100A-100C, respectively,
places the gate contact over isolation regions. Such an
arrangement wastes layout space. However, placing the gate
contact over active regions would require either an
extremely tight registration budget or gate dimensions
would have to increase to provide enough space to land the
gate contact. Furthermore, historically, contact to gate over
diffusion regions has been avoided for risk of drilling
through conventional gate material (e.g., polysilicon) and
contacting the underlying active region. One or more
embodiments described herein address the above issues by
providing feasible approaches, and the resulting structures,
to fabricating contact structures that contact portions of a
gate electrode formed over a diffusion or active region.

As an example, FIG. 2A illustrates a plan view of a
semiconductor device having a gate contact via disposed
over an active portion of a gate electrode, in accordance with
an embodiment of the present invention. Referring to FIG.
2A, a semiconductor structure or device 200A includes a
diffusion or active region 204 disposed in a substrate 202,
and within an isolation region 206. One or more gate lines,
such as gate lines 208A, 208B and 208C are disposed over
the diffusion or active region 204 as well as over a portion
of the isolation region 206. Source or drain trench contacts,
such as trench contacts 210A and 210B, are disposed over
source and drain regions of the semiconductor structure or
device 200A. Trench contact vias 212A and 212B provide
contact to trench contacts 210A and 210B, respectively. A
gate contact via 216, with no intervening separate gate
contact layer, provides contact to gate line 208B. In contrast
to FIG. 1A, the gate contact 216 is disposed, from a plan
view perspective, over the diffusion or active region 204 and
between the source or drain contacts 210A and 210B.

FIG. 2B illustrates a cross-sectional view of a planar
semiconductor device having a gate contact via disposed
over an active portion of a gate electrode, in accordance with
an embodiment of the present invention. Referring to FIG.
2B, a semiconductor structure or device 200B, e.g. a planar
version of device 200A of FIG. 2A, includes a planar
diffusion or active region 204B disposed in substrate 202,
and within isolation region 206. Gate line 208B is disposed
over the planar diffusion or active region 204B as well as
over a portion of the isolation region 206. As shown, gate
line 208B includes a gate electrode 250 and gate dielectric
layer 252. As well, a dielectric cap layer 254 may be
disposed on the gate electrode, e.g., a dielectric cap layer for
protecting a metal gate electrode. Gate contact via 216 is
also seen from this perspective, along with an overlying
metal interconnect 260, both of which are disposed in
inter-layer dielectric stacks or layers 270. Also seen from the
perspective of FIG. 2B, the gate contact via 216 is disposed
over planar diffusion or active region 204B.

FIG. 2C illustrates a cross-sectional view of a non-planar
semiconductor device having a gate contact via disposed
over an active portion of a gate electrode, in accordance with
an embodiment of the present invention. Referring to FIG.
2C, a semiconductor structure or device 200C, e.g. a non-
planar version of device 200A of FIG. 2A, includes a
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non-planar diffusion or active region 204C (e.g., a fin
structure) formed from substrate 202, and within isolation
region 206. Gate line 208B is disposed over the non-planar
diffusion or active region 204C as well as over a portion of
the isolation region 206. As shown, gate line 208B includes
a gate electrode 250 and gate dielectric layer 252, along with
a dielectric cap layer 254. The gate contact via 216 is also
seen from this perspective, along with an overlying metal
interconnect 260, both of which are disposed in inter-layer
dielectric stacks or layers 270. Also seen from the perspec-
tive of FIG. 2C, the gate contact via 216 is disposed over
non-planar diffusion or active region 204C.

Thus, referring again to FIGS. 2A-2C, in an embodiment,
trench contact vias 212A, 212B and gate contact via 216 are
formed in a same layer and are essentially co-planar. In
comparison to FIGS. 1A-1C, the contact to the gate line
would otherwise include and additional gate contact layer,
e.g., which could be run perpendicular to the corresponding
gate line. In the structure(s) described in association with
FIGS. 2A-2C, however, the fabrication of structures 200A-
200C, respectively, enables the landing of a contact directly
from a metal interconnect layer on an active gate portion
without shorting to adjacent source drain regions. In an
embodiment, such an arrangement provides a large area
reduction in circuit layout by eliminating the need to extend
transistor gates on isolation to form a reliable contact. As
used throughout, in an embodiment, reference to an active
portion of a gate refers to that portion of a gate line or
structure disposed over (from a plan view perspective) an
active or diffusion region of an underlying substrate. In an
embodiment, reference to an inactive portion of a gate refers
to that portion of a gate line or structure disposed over (from
a plan view perspective) an isolation region of an underlying
substrate.

In an embodiment, the semiconductor structure or device
200 is a planar device, such as shown in FIG. 2B. In another
embodiment, the semiconductor structure or device 200 is a
non-planar device such as, but not limited to, a fin-FET or
a tri-gate device. In such an embodiment, a corresponding
semiconducting channel region is composed of or is formed
in a three-dimensional body. In one such embodiment, the
gate electrode stacks of gate lines 208A-208C surround at
least a top surface and a pair of sidewalls of the three-
dimensional body. In another embodiment, at least the
channel region is made to be a discrete three-dimensional
body, such as in a gate-all-around device. In one such
embodiment, the gate electrode stacks of gate lines 208A-
208C each completely surrounds the channel region.

Substrate 202 may be composed of a semiconductor
material that can withstand a manufacturing process and in
which charge can migrate. In an embodiment, substrate 202
is a bulk substrate composed of a crystalline silicon, silicon/
germanium or germanium layer doped with a charge carrier,
such as but not limited to phosphorus, arsenic, boron or a
combination thereof, to form diffusion or active region 204.
In one embodiment, the concentration of silicon atoms in
bulk substrate 202 is greater than 97%. In another embodi-
ment, bulk substrate 202 is composed of an epitaxial layer
grown atop a distinct crystalline substrate, e.g. a silicon
epitaxial layer grown atop a boron-doped bulk silicon mono-
crystalline substrate. Bulk substrate 202 may alternatively
be composed of a group III-V material. In an embodiment,
bulk substrate 202 is composed of a III-V material such as,
but not limited to, gallium nitride, gallium phosphide, gal-
lium arsenide, indium phosphide, indium antimonide,
indium gallium arsenide, aluminum gallium arsenide,
indium gallium phosphide, or a combination thereof. In one
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embodiment, bulk substrate 202 is composed of a III-V
material and the charge-carrier dopant impurity atoms are
ones such as, but not limited to, carbon, silicon, germanium,
oxygen, sulfur, selenium or tellurium. In an alternative
embodiment, substrate 202 is a silicon- or semiconductor-on
insulator (SOT) substrate.

Isolation region 206 may be composed of a material
suitable to ultimately electrically isolate, or contribute to the
isolation of; portions of a permanent gate structure from an
underlying bulk substrate or isolate active regions formed
within an underlying bulk substrate, such as isolating fin
active regions. For example, in one embodiment, the isola-
tion region 206 is composed of a dielectric material such as,
but not limited to, silicon dioxide, silicon oxy-nitride, silicon
nitride, or carbon-doped silicon nitride.

Gate lines 208A, 208B and 208C may be composed of
gate electrode stacks which each include a gate dielectric
layer and a gate electrode layer (not shown as separate layers
herein). In an embodiment, the gate electrode of gate elec-
trode stack is composed of a metal gate and the gate
dielectric layer is composed of a high-K material. For
example, in one embodiment, the gate dielectric layer is
composed of a material such as, but not limited to, hafnium
oxide, hafnium oxy-nitride, hafnium silicate, lanthanum
oxide, zirconium oxide, zirconium silicate, tantalum oxide,
barium strontium titanate, barium titanate, strontium titan-
ate, yttrium oxide, aluminum oxide, lead scandium tantalum
oxide, lead zinc niobate, or a combination thereof. Further-
more, a portion of gate dielectric layer may include a layer
of native oxide formed from the top few layers of the
substrate 202. In an embodiment, the gate dielectric layer is
composed of a top high-k portion and a lower portion
composed of an oxide of a semiconductor material. In one
embodiment, the gate dielectric layer is composed of a top
portion of hafnium oxide and a bottom portion of silicon
dioxide or silicon oxy-nitride.

In one embodiment, the gate electrode is composed of a
metal layer such as, but not limited to, metal nitrides, metal
carbides, metal silicides, metal aluminides, hafnium, zirco-
nium, titanium, tantalum, aluminum, ruthenium, palladium,
platinum, cobalt, nickel or conductive metal oxides. In a
specific embodiment, the gate electrode is composed of a
non-workfunction-setting fill material formed above a metal
workfunction-setting layer.

Spacers associated with the gate electrode stacks may be
composed of a material suitable to ultimately electrically
isolate, or contribute to the isolation of, a permanent gate
structure from adjacent conductive contacts, such as self-
aligned contacts. For example, in one embodiment, the
spacers are composed of a dielectric material such as, but not
limited to, silicon dioxide, silicon oxy-nitride, silicon
nitride, or carbon-doped silicon nitride.

Any or all of contacts 210A and 210B and vias 212A,
212B and 216 may be composed of a conductive material.
In an embodiment, contacts any or all of these contacts or
vias are composed of a metal species. The metal species may
be a pure metal, such as tungsten, nickel, or cobalt, or may
be an alloy such as a metal-metal alloy or a metal-semicon-
ductor alloy (e.g., such as a silicide material).

More generally, one or more embodiments are directed to
approaches for, and structures formed from, landing a gate
contact via directly on an active transistor gate. Such
approaches may eliminate the need for extension of a gate
line on isolation for contact purposes. Such approaches may
also eliminate the need for a separate gate contact (GCN)
layer to conduct signals from a gate line or structure. In an
embodiment, eliminating the above features is achieved by
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recessing contact metals in a trench contact (TCN) and
introducing an additional dielectric material in the process
flow (e.g., TILA). The additional dielectric material is
included as a trench contact dielectric cap layer with etch
characteristics different from the gate dielectric material cap
layer already used for trench contact alignment in a gate
aligned contact process (GAP) processing scheme (e.g.,
GILA).

As an exemplary fabrication scheme, FIGS. 3A-3F illus-
trate cross-sectional views representing various operations
in a method of fabricating a semiconductor structure having
a gate contact structure disposed over an active portion of a
gate, in accordance with an embodiment of the present
invention.

Referring to FIG. 3A, a semiconductor structure 300 is
provided following trench contact (TCN) formation. It is to
be understood that the specific arrangement of structure 300
is used for illustration purposes only, and that a variety of
possible layouts may benefit from embodiments of the
invention described herein. The semiconductor structure 300
includes one or more gate stack structures, such as gate stack
structures 308A-308E disposed above a substrate 302. The
gate stack structures may include a gate dielectric layer and
a gate electrode, as described above in association with FIG.
2. Trench contacts, e.g., contacts to diffusion regions of
substrate 302, such as trench contacts 310A-310C are also
included in structure 300 and are spaced apart from gate
stack structures 308A-308E by dielectric spacers 320. An
insulating cap layer 322 may be disposed on the gate stack
structures 308A-308E (e.g., GILA), as is also depicted in
FIG. 3A. As is also depicted in FIG. 3A, contact blocking
regions or “contact plugs,” such as region 323 fabricated
from an inter-layer dielectric material, may be included in
regions where contact formation is to be blocked.

A process used to provide structure 300 may be one
described in International Patent Application No. PCT/US
11/66989, entitled “Gate Aligned Contact and Method to
Fabricate Same,” filed Dec. 22, 2011 by Intel Corp., incor-
porated by reference herein. For example, a trench contact
etch engineered selective to the insulating cap layer 322 may
be used to form self-aligned contacts 310A-310C.

In an embodiment, providing structure 300 involves for-
mation of a contact pattern which is essentially perfectly
aligned to an existing gate pattern while eliminating the use
of a lithographic step with exceedingly tight registration
budget. In one such embodiment, this approach enables the
use of intrinsically highly selective wet etching (e.g., versus
conventionally implemented dry or plasma etching) to gen-
erate contact openings. In an embodiment, a contact pattern
is formed by utilizing an existing gate pattern in combina-
tion with a contact plug lithography operation. In one such
embodiment, the approach enables elimination of the need
for an otherwise critical lithography operation to generate a
contact pattern, as used in conventional approaches. In an
embodiment, a trench contact grid is not separately pat-
terned, but is rather formed between poly (gate) lines. For
example, in one such embodiment, a trench contact grid is
formed subsequent to gate grating patterning but prior to
gate grating cuts.

Furthermore, the gate stack structures 308A-308E may be
fabricated by a replacement gate process. In such a scheme,
dummy gate material such as polysilicon or silicon nitride
pillar material, may be removed and replaced with perma-
nent gate electrode material. In one such embodiment, a
permanent gate dielectric layer is also formed in this pro-
cess, as opposed to being carried through from earlier
processing. In an embodiment, dummy gates are removed by
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a dry etch or wet etch process. In one embodiment, dummy
gates are composed of polycrystalline silicon or amorphous
silicon and are removed with a dry etch process comprising
SF,. In another embodiment, dummy gates are composed of
polycrystalline silicon or amorphous silicon and are
removed with a wet etch process comprising aqueous
NH,OH or tetramethylammonium hydroxide. In one
embodiment, dummy gates are composed of silicon nitride
and are removed with a wet etch including aqueous phos-
phoric acid.

In an embodiment, one or more approaches described
herein contemplate essentially a dummy and replacement
gate process in combination with a dummy and replacement
contact process to arrive at structure 300. In one such
embodiment, the replacement contact process is performed
after the replacement gate process to allow high temperature
anneal of at least a portion of the permanent gate stack. For
example, in a specific such embodiment, an anneal of at least
a portion of the permanent gate structures, e.g., after a gate
dielectric layer is formed, is performed at a temperature
greater than approximately 600 degrees Celsius. The anneal
is performed prior to formation of the permanent contacts.

Referring to FIG. 3B, the trench contacts 310A-310C of
the structure 300 are recessed within spacers 320 to provide
recessed trench contacts 311A-311C that have a height
below the top surface of spacers 320 and insulating cap layer
322. An insulating cap layer 324 is then formed on recessed
trench contacts 311A-311C (e.g., TILA). In accordance with
an embodiment of the present invention, the insulating cap
layer 324 on recessed trench contacts 311A-311C is com-
posed of a material having a different etch characteristic than
insulating cap layer 322 on gate stack structures 308A-308E.
As will be seen in subsequent processing operations, such a
difference may be exploited to etch one of 322/324 selec-
tively from the other of 322/324.

The trench contacts 310A-310C may be recessed by a
process selective to the materials of spacers 320 and insu-
lating cap layer 322. For example, in one embodiment, the
trench contacts 310A-310C are recessed by an etch process
such as a wet etch process or dry etch process. Insulating cap
layer 324 may be formed by a process suitable to provide a
conformal and sealing layer above the exposed portions of
trench contacts 310A-310C. For example, in one embodi-
ment, insulating cap layer 324 is formed by a chemical vapor
deposition (CVD) process as a conformal layer above the
entire structure. The conformal layer is then planarized, e.g.,
by chemical mechanical polishing (CMP), to provide insu-
lating cap layer 324 material only above trench contacts
310A-310C, and re-exposing spacers 320 and insulating cap
layer 322.

Regarding suitable material combinations for insulating
cap layers 322/324, in one embodiment, one of the pair of
322/324 is composed of silicon oxide while the other is
composed of silicon nitride. In another embodiment, one of
the pair of 322/324 is composed of silicon oxide while the
other is composed of carbon doped silicon nitride. In another
embodiment, one of the pair of 322/324 is composed of
silicon oxide while the other is composed of silicon carbide.
In another embodiment, one of the pair of 322/324 is
composed of silicon nitride while the other is composed of
carbon doped silicon nitride. In another embodiment, one of
the pair of 322/324 is composed of silicon nitride while the
other is composed of silicon carbide. In another embodi-
ment, one of the pair of 322/324 is composed of carbon
doped silicon nitride while the other is composed of silicon
carbide.
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Referring to FIG. 3C, an inter-layer dielectric (ILD) 330
and hardmask 332 stack is formed and patterned to provide,
e.g., a metal (0) trench 334 patterned above the structure of
FIG. 3B.

The inter-layer dielectric (ILD) 330 may be composed of
a material suitable to electrically isolate metal features
ultimately formed therein while maintaining a robust struc-
ture between front end and back end processing. Further-
more, in an embodiment, the composition of the ILD 330 is
selected to be consistent with via etch selectivity for trench
contact dielectric cap layer and gate dielectric cap layer
patterning, as described in greater detail below in associa-
tion with FIGS. 3D and 3E. In one embodiment, the ILD 330
is composed of a single or several layers of silicon oxide or
a single or several layers of a carbon doped oxide (CDO)
material. However, in other embodiments, the ILD 330 has
a bi-layer composition with a top portion composed of a
different material than an underlying bottom portion of the
ILD 330, as described in greater detail below in association
with FIG. 4. The hardmask layer 332 may be composed of
a material suitable to act as a subsequent sacrificial layer. For
example, in one embodiment, the hardmask layer 332 is
composed substantially of carbon, e.g., as a layer of cross-
linked organic polymer. In other embodiments, a silicon
nitride or carbon-doped silicon nitride layer is used as a
hardmask 332. The inter-layer dielectric (ILD) 330 and
hardmask 332 stack may be patterned by a lithography and
etch process.

Referring to FIG. 3D, via openings 336 (e.g., VCT) are
formed in inter-layer dielectric (ILD) 330, extending from
metal (0) trench 334 to one or more of the recessed trench
contacts 311A-311C. For example, in FIG. 3D, via openings
are formed to expose recessed trench contacts 311A and
311C. The formation of via openings 336 includes etching of
both inter-layer dielectric (ILD) 330 and respective portions
of corresponding insulating cap layer 324. In one such
embodiment, a portion of insulating cap layer 322 is exposed
during patterning of inter-layer dielectric (ILD) 330 (e.g., a
portion of insulating cap layer 322 over gate stack structures
308B and 308E is exposed). In that embodiment, insulating
cap layer 324 is etched to form via openings 336 selective
to (i.e., without significantly etching or impacting) insulat-
ing cap layer 322.

The via openings 336 may be formed by first depositing
a hardmask layer, an anti-reflective coating (ARC) layer and
a layer of photoresist. In an embodiment, the hardmask layer
is composed substantially of carbon, e.g., as a layer of
cross-linked organic polymer. In an embodiment, the ARC
layer is suitable to suppress reflective interference during
lithographic patterning of the photo-resist layer. In one such
embodiment, the ARC layer is a silicon ARC layer. The
photo-resist layer may be composed of a material suitable
for use in a lithographic process. In one embodiment, the
photo-resist layer is formed by first masking a blanket layer
of photo-resist material and then exposing it to a light
source. A patterned photo-resist layer may then be formed by
developing the blanket photo-resist layer. In an embodiment,
the portions of the photo-resist layer exposed to the light
source are removed upon developing the photo-resist layer.
Thus, patterned photo-resist layer is composed of a positive
photo-resist material. In a specific embodiment, the photo-
resist layer is composed of a positive photo-resist material
such as, but not limited to, a 248 nm resist, a 193 nm resist,
a 157 nm resist, an extreme ultra violet (EUV) resist, an
e-beam imprint layer, or a phenolic resin matrix with a
diazonaphthoquinone sensitizer. In another embodiment, the
portions of the photo-resist layer exposed to the light source
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are retained upon developing the photo-resist layer. Thus,
the photo-resist layer is composed of a negative photo-resist
material. In a specific embodiment, the photo-resist layer is
composed of a negative photo-resist material such as, but not
limited to, consisting of poly-cis-isoprene or poly-vinyl-
cinnamate.

In accordance with an embodiment of the present inven-
tion, the pattern of the photo-resist layer (e.g., the pattern of
via openings 336) is transferred to the hardmask layer by
using a plasma etch process. The pattern is ultimately
transferred to the inter-layer dielectric (ILD) 330, e.g., by
another or the same dry etch process. In one embodiment,
the pattern is then finally transferred to the insulating cap
layer 324 (i.e., the trench contact insulating cap layers) by an
etch process without etching the insulating cap layer 322
(i.e., the gate insulating cap layers). The insulating cap layer
324 (TILA) may be composed of any of the following or a
combination including silicon oxide, silicon nitride, silicon
carbide, carbon doped silicon nitrides, carbon doped silicon
oxides, amorphous silicon, various metal oxides and sili-
cates including zirconium oxide, hatnhium oxide, lanthanum
oxide or a combination thereof. The layer may be deposited
using any of the following techniques including CVD, ALD,
PECVD, PVD, HDP assisted CVD, low temp CVD. A
corresponding plasma dry etch is developed as a combina-
tion of chemical and physical sputtering mechanisms. Coin-
cident polymer deposition may be used to control material
removal rate, etch profiles and film selectivity. The dry etch
is typically generated with a mix of gases that include NF;,
CHF;, C,Fg, HBr and O, with typically pressures in the
range of 30-100 mTorr and a plasma bias of 50-1000 Watts.
The dry etch may be engineered to achieve significant etch
selectivity between cap layer 324 (TILA) and 322 (GILA)
layers to minimize the loss of 322 (GILA) during dry etch
ot 324 (TILA) to form contacts to the source drain regions
of the transistor.

Referring to FIG. 3E, one or more additional via openings
338 (e.g., VCQG) are formed in inter-layer dielectric (ILD)
330, extending from metal (0) trench 334 to one or more of
the gate stack structures 308A-308E. For example, in FIG.
3E, via openings are formed to expose gate stack structures
308C and 308D. The formation of via openings 338 includes
etching of both inter-layer dielectric (ILD) 330 and respec-
tive portions of corresponding insulating cap layer 322. In
one such embodiment, a portion of insulating cap layer 324
is exposed during patterning of inter-layer dielectric (ILD)
330 (e.g., a portion of insulating cap layer 324 over recessed
trench contact 311B is exposed). In that embodiment, insu-
lating cap layer 322 is etched to form via openings 338
selective to (i.e., without significantly etching or impacting)
insulating cap layer 324.

Similar to forming the via openings 336, the via openings
338 may be formed by first depositing a hardmask layer, an
anti-reflective coating (ARC) layer and a layer of photore-
sist. In accordance with an embodiment of the present
invention, the pattern of the photo-resist layer (e.g., the
pattern of via openings 338) is transferred to the hardmask
layer by using a plasma etch process. The pattern is ulti-
mately transferred inter-layer dielectric (ILD) 330, e.g., by
another or the same dry etch process. In one embodiment,
the pattern is then finally transferred to the insulating cap
layer 322 (i.e., the gate insulating cap layers) by an etch
process without etching the insulating cap layer 324 (i.e., the
trench contact insulating cap layers). The insulating cap
layer 322 (GILA) may be composed of any of the following
or a combination including silicon oxide, silicon nitride,
silicon carbide, carbon doped silicon nitrides, carbon doped
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silicon oxides, amorphous silicon, various metal oxides and
silicates including zirconium oxide, hafnium oxide, lantha-
num oxide or a combination thereof. The layer may be
deposited using any of the following techniques including
CVD, ALD, PECVD, PVD, HDP assisted CVD, low temp
CVD. The insulating cap layer 322 (GILA) is, in an embodi-
ment, composed of a different material relative to cap layer
324 (TILA) to ensure significant etch rate differential
between the two capping layers. A corresponding plasma dry
etch may be developed as a combination of chemical and
physical sputtering mechanisms to achieve acceptable etch
rate differential between GILA and TILA films. Coincident
polymer deposition may be used to control material removal
rate, etch profiles and film selectivity. The dry etch is
typically generated with a mix of gases that include NF;,
CHF,, C,Fg, HBr and O, with typically pressures in the
range of 30-100 mTorr and a plasma bias of 50-1000 Watts.
The dry etch may be engineered to achieve significant etch
selectivity between cap layer 322 (GILA) and 324 (TILA)
layers to minimize the loss of 324 (TILA) during dry etch of
322 (GILA) to form the gate contact on active regions of the
transistor.

Referring to FIG. 3F, a metal contact structure 340 is
formed in the metal (0) trench 334 and via openings 336 and
338 of the structure described in association with FIG. 3E.
The metal contact structure 340 includes a metal (0) portion
350 along with trench contact vias (e.g., trench contact vias
341A and 341B to trench contacts 311A and 311C, respec-
tively) and gate contact vias (e.g., gate contact vias 342A
and 342B to gate stack structures 308C and 308D, respec-
tively).

In an embodiment, the metal contact structure is formed
by a metal deposition and subsequent chemical mechanical
polishing operation. The metal deposition may involve first
deposition of an adhesion layer followed by deposition of a
fill metal layer. Thus, the metal structure 340 may be
composed of a conductive material. In an embodiment, the
metal structure 340 is composed of a metal species. The
metal species may be a pure metal, such as copper, tungsten,
nickel or cobalt, or may be an alloy such as a metal-metal
alloy or a metal-semiconductor alloy (e.g., such as a silicide
material).

As mentioned briefly above in association with FIG. 3C,
ILD 330 may instead be a bi-layer structure. As an example,
FIG. 4 illustrates a cross-sectional view of another non-
planar semiconductor device having a gate contact via
disposed over an active portion of a gate eclectrode, in
accordance with another embodiment of the present inven-
tion. Referring to FIG. 4, a semiconductor structure or
device 400, e.g. a non-planar device, includes a non-planar
diffusion or active region 404 (e.g., a fin structure) formed
from substrate 402, and within isolation region 406. A gate
electrode stack 408 is disposed over the non-planar diffusion
or active region 404 as well as over a portion of the isolation
region 406. As shown, gate electrode stack 408 includes a
gate electrode 450 and gate dielectric layer 452, along with
a dielectric cap layer 454. The gate electrode stack 408 is
disposed in an inter-layer dielectric layer 420, such as a layer
of silicon oxide. A gate contact via 416 and an overlying
metal interconnect 460 are both disposed in inter-layer
dielectric (ILD) stacks or layers 470. In an embodiment,
structure 470 is a bi-layer interlayer dielectric stack includ-
ing a bottom layer 472 and a top layer 474, as depicted in
FIG. 4.

In an embodiment, the top layer 474 of ILD structure 470
is composed of a material optimized for low-K performance,
e.g., for reducing capacitive coupling between metal lines
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formed therein. In one such embodiment, the top layer 474
of ILD structure 470 is composed of a material such as, but
not limited to, a carbon-doped oxide (CDO) or porous oxide
film. In an embodiment, the bottom layer 472 of ILD
structure 470 is composed of a material optimized for via
etch selectivity, e.g., for compatibility with an integration
scheme leveraging the etch selectivities between a trench
contact cap layer and a gate cap layer. In one such embodi-
ment, the bottom layer 472 of ILD structure 470 is com-
posed of a material such as, but not limited to, silicon
dioxide (SiO,) or a CDO film. In a specific embodiment, the
top layer 474 of ILD structure 470 is composed of a CDO
material and the bottom layer 472 of ILD structure 470 is
composed of SiO,.

In the process flow, described in association with FIGS.
3A-3C, the tops of the spacers 320 are exposed during via
opening formation in cap layers 324 and 322. In the case that
the material of spacers 320 is different from that of the cap
layers 324 and 322, and additional etch selectivity consid-
eration may have to be accounted for in order to hinder
unwanted degradation of the spacers during via opening
formation. In a different embodiment, the spacers may be
recessed to be essentially planar with the gate structures. In
such an embodiment, the gate cap layer may be formed to
cover the spacers, hindering exposure of the spacers during
via opening formation. As an example, FIGS. 5A and 5B
illustrate cross-sectional views representing various opera-
tions in a method of fabricating another semiconductor
structure having a gate contact structure disposed over an
active portion of a gate, in accordance with another embodi-
ment of the present invention.

Referring to FIG. 5A, a semiconductor structure 500 is
provided following trench contact (TCN) formation. It is to
be understood that the specific arrangement of structure 500
is used for illustration purposes only, and that a variety of
possible layouts may benefit from embodiments of the
invention described herein. The semiconductor structure 500
includes one or more gate stack structures, such as gate stack
structures 308A-308E disposed above a substrate 302. The
gate stack structures may include a gate dielectric layer and
a gate electrode, as described above in association with FIG.
2. Trench contacts, e.g., contacts to diffusion regions of
substrate 302, such as trench contacts 310A-310C are also
included in structure 500 and are spaced apart from gate
stack structures 308A-308E by dielectric spacers 520. An
insulating cap layer 522 is disposed on the gate stack
structures 308A-308E (e.g., GILA), as is also depicted in
FIG. 5A. However, in contrast to the structure 300 described
in association with FIG. 3A, the spacers 520 have been
recessed to approximately the same height as the gate stack
structures 308A-308E. As such, the corresponding insulat-
ing cap layers 522 cover the spacers 520 associated with
each gate stack, as well as covering the gate stack.

Referring to FIG. 5B, a metal contact structure 540 is
formed in a metal (0) trench and via openings formed in a
dielectric layer 330. The metal contact structure 540
includes a metal (0) portion 550 along with trench contact
vias (e.g., trench contact vias 341A and 341B to trench
contacts 311A and 311C, respectively). The metal contact
structure 540 also includes gate contact vias (e.g., gate
contact vias 542A and 542B to gate stack structures 308C
and 308D, respectively). In comparison to the structure
described in association with FIG. 3F, the resulting structure
of FIG. 5B is slightly different since the spacers 522 are not
exposed, yet coverage of the insulating cap layers 522 is
extended, during etch formation of the via openings leading
to gate contact vias 542A and 542B.
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Referring again to FIG. 5B, in an embodiment, the trench
contacts (including trench contacts labeled 311A and 311C
in FIG. 5B) are recessed lower relative to the gate stack
structures (including gate stack structures labeled 308C and
308D in FIG. 5). In one such embodiment, the trench
contacts are recessed lower relative to the gate stack struc-
tures in order to prevent a possibility of shorting between
gate contact vias 542A and 542B and trench contacts 311A
and 311C, respectively, e.g., at the corners where gate
contact vias 542A and 542B and trench contacts 311A and
311C, respectively, would otherwise meet if the trench
contacts were co-planar with the gate stack structures.

Furthermore, in another embodiment (not shown), spacers
are recessed to approximately the same height as the trench
contacts. The corresponding trench insulating cap layers
(TILA) cover the spacers associated with each trench con-
tact, as recessed lower relative to the trench contacts in order
to prevent a possibility of shorting well as covering the
trench contact. In one such embodiment, the gate stack
structures are between trench contact vias and adjacent or
nearby gate stack structures.

The approaches and structures described herein may
enable formation of other structures or devices that were not
possible or difficult to fabricate using conventional method-
ologies. In a first example, FIG. 6 illustrates a plan view of
another semiconductor device having a gate contact via
disposed over an active portion of a gate, in accordance with
another embodiment of the present invention. Referring to
FIG. 6, a semiconductor structure or device 600 includes a
plurality of gate structures 608A-608C interdigitated with a
plurality of trench contacts 610A and 610B (these features
are disposed above an active region of a substrate, not
shown). A gate contact via 680 is formed on an active
portion the gate structure 608B. The gate contact via 680 is
further disposed on the active portion of the gate structure
608C, coupling gate structures 608B and 608C. It is to be
understood that the intervening trench contact 610B may be
isolated from the contact 680 by using a trench contact
isolation cap layer (e.g., TILA). The contact configuration of
FIG. 6 may provide an easier approach to strapping adjacent
gate lines in a layout, without the need to route the strap
through upper layers of metallization, hence enabling
smaller cell areas and/or less intricate wiring schemes.

In a second example, FIG. 7 illustrates a plan view of
another semiconductor device having a trench contact via
coupling a pair of trench contacts, in accordance with
another embodiment of the present invention. Referring to
FIG. 7, a semiconductor structure or device 700 includes a
plurality of gate structures 708 A-708C interdigitated with a
plurality of trench contacts 710A and 710B (these features
are disposed above an active region of a substrate, not
shown). A trench contact via 790 is formed on the trench
contact 710A. The trench contact via 790 is further disposed
on the trench contact 710B, coupling trench contacts 710A
and 710B. It is to be understood that the intervening gate
structure 708B may be isolated from the trench contact via
790 by using a gate isolation cap layer (e.g., by a GILA
process). The contact configuration of FIG. 7 may provide
an easier approach to strapping adjacent trench contacts in a
layout, without the need to route the strap through upper
layers of metallization, hence enabling smaller cell areas
and/or less intricate wiring schemes.

It is to be understood that not all aspects of the processes
described above need be practiced to fall within the spirit
and scope of embodiments of the present invention. For
example, in one embodiment, dummy gates need not ever be
formed prior to fabricating gate contacts over active portions
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of the gate stacks. The gate stacks described above may
actually be permanent gate stacks as initially formed. Also,
the processes described herein may be used to fabricate one
or a plurality of semiconductor devices. The semiconductor
devices may be transistors or like devices. For example, in
an embodiment, the semiconductor devices are a metal-
oxide semiconductor (MOS) transistors for logic or memory,
or are bipolar transistors. Also, in an embodiment, the
semiconductor devices have a three-dimensional architec-
ture, such as a trigate device, an independently accessed
double gate device, or a FIN-FET. One or more embodi-
ments may be particularly useful for fabricating semicon-
ductor devices at a 10 nm or smaller technology node.

In general, prior to (e.g., in addition to) forming a gate
contact structure (such as a via) over an active portion of a
gate and in a same layer as a trench contact via, one or more
embodiments of the present invention include first using a
gate aligned trench contact process. Such a process may be
implemented to form trench contact structures for semicon-
ductor structure fabrication, e.g., for integrated circuit fab-
rication. In an embodiment, a trench contact pattern is
formed as aligned to an existing gate pattern. By contrast,
conventional approaches typically involve an additional
lithography process with tight registration of a lithographic
contact pattern to an existing gate pattern in combination
with selective contact etches. For example, a conventional
process may include patterning of a poly (gate) grid with
separate patterning of contact features.

FIG. 8 illustrates a computing device 800 in accordance
with one implementation of the invention. The computing
device 800 houses a board 802. The board 802 may include
a number of components, including but not limited to a
processor 804 and at least one communication chip 806. The
processor 804 is physically and electrically coupled to the
board 802. In some implementations the at least one com-
munication chip 806 is also physically and electrically
coupled to the board 802. In further implementations, the
communication chip 806 is part of the processor 804.

Depending on its applications, computing device 800 may
include other components that may or may not be physically
and electrically coupled to the board 802. These other
components include, but are not limited to, volatile memory
(e.g., DRAM), non-volatile memory (e.g., ROM), flash
memory, a graphics processor, a digital signal processor, a
crypto processor, a chipset, an antenna, a display, a touch-
screen display, a touchscreen controller, a battery, an audio
codec, a video codec, a power amplifier, a global positioning
system (GPS) device, a compass, an accelerometer, a gyro-
scope, a speaker, a camera, and a mass storage device (such
as hard disk drive, compact disk (CD), digital versatile disk
(DVD), and so forth).

The communication chip 806 enables wireless commu-
nications for the transfer of data to and from the computing
device 800. The term “wireless” and its derivatives may be
used to describe circuits, devices, systems, methods, tech-
niques, communications channels, etc., that may communi-
cate data through the use of modulated electromagnetic
radiation through a non-solid medium. The term does not
imply that the associated devices do not contain any wires,
although in some embodiments they might not. The com-
munication chip 806 may implement any of a number of
wireless standards or protocols, including but not limited to
Wi-Fi (IEEE 802.11 family), WiMAX (IEEE 802.16 fam-
ily), IEEE 802.20, long term evolution (LTE), Ev-DO,
HSPA+, HSDPA+, HSUPA+, EDGE, GSM, GPRS, CDMA,
TDMA, DECT, Bluetooth, derivatives thereof, as well as
any other wireless protocols that are designated as 3G, 4G,
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5@, and beyond. The computing device 800 may include a
plurality of communication chips 806. For instance, a first
communication chip 806 may be dedicated to shorter range
wireless communications such as Wi-Fi and Bluetooth and
a second communication chip 806 may be dedicated to
longer range wireless communications such as GPS, EDGE,
GPRS, CDMA, WIMAX, LTE, Ev-DO, and others.

The processor 804 of the computing device 800 includes
an integrated circuit die packaged within the processor 804.
In some implementations of the invention, the integrated
circuit die of the processor includes one or more devices,
such as MOS-FET transistors built in accordance with
implementations of the invention. The term “processor” may
refer to any device or portion of a device that processes
electronic data from registers and/or memory to transform
that electronic data into other electronic data that may be
stored in registers and/or memory.

The communication chip 806 also includes an integrated
circuit die packaged within the communication chip 806. In
accordance with another implementation of the invention,
the integrated circuit die of the communication chip includes
one or more devices, such as MOS-FET transistors built in
accordance with implementations of the invention.

In further implementations, another component housed
within the computing device 800 may contain an integrated
circuit die that includes one or more devices, such as
MOS-FET transistors built in accordance with implementa-
tions of the invention.

In various implementations, the computing device 800
may be a laptop, a netbook, a notebook, an ultrabook, a
smartphone, a tablet, a personal digital assistant (PDA), an
ultra mobile PC, a mobile phone, a desktop computer, a
server, a printer, a scanner, a monitor, a set-top box, an
entertainment control unit, a digital camera, a portable music
player, or a digital video recorder. In further implementa-
tions, the computing device 800 may be any other electronic
device that processes data.

Thus, embodiments of the present invention include gate
contact structures disposed over active portions of gates and
methods of forming such gate contact structures.

In an embodiment, a semiconductor structure includes a
substrate having an active region and an isolation region. A
gate structure has a portion disposed above the active region
and a portion disposed above the isolation region of the
substrate. Source and drain regions are disposed in the active
region of the substrate, on either side of the portion of the
gate structure disposed above the active region. A gate
contact structure is disposed on the portion of the gate
structure disposed above the active region of the substrate.

In one embodiment, the gate contact structure is a self-
aligned via.

In one embodiment, the active region of the substrate is a
three-dimensional semiconductor body.

In one embodiment, the substrate is a bulk silicon sub-
strate.

In an embodiment, a semiconductor structure includes a
substrate having an active region and an isolation region. A
plurality of gate structures is included, each having a portion
disposed above the active region and a portion disposed
above the isolation region of the substrate. A plurality of
source or drain regions is disposed in the active region of the
substrate, between the portions of the gate structures dis-
posed above the active region. A plurality of trench contacts
is included, a trench contact disposed on each of the source
or drain regions. A gate contact via is disposed on one of the
gate structures, on the portion of the gate structure disposed
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above the active region of the substrate. A trench contact via
is disposed on one of the trench contacts.

In one embodiment, the gate contact via and the trench
contact via are disposed essentially co-planar in a same
inter-layer dielectric layer disposed above the substrate.

In one embodiment, the inter-layer dielectric layer is a
bi-layer structure including a top low-k dielectric layer and
a bottom etch selectivity layer.

In one embodiment, the gate contact via and the trench
contact via are substantially co-planar with one another.

In one embodiment, each of the gate structures further
includes a pair of sidewall spacers, and the trench contacts
are disposed directly adjacent to the sidewall spacers of a
corresponding gate structure.

In one embodiment, a top surface of the plurality of gate
structures is substantially co-planar with a top surface of the
plurality of trench contacts.

In one embodiment, the top surface of the plurality of gate
structures and the top surface of the plurality of trench
contacts are below a top surface of each of the pair of
sidewall spacers.

In one embodiment, each of the plurality of gate structures
includes a gate cap dielectric layer, or remnant thereof, on
the top surface of the gate structure and substantially co-
planar with the corresponding pair of sidewall spacers.

In one embodiment, each of the plurality of trench con-
tacts includes a trench cap dielectric layer, or remnant
thereof, on the top surface of the trench contact and sub-
stantially co-planar with the corresponding pair of sidewall
spacers.

In one embodiment, the gate cap dielectric layer and the
trench cap dielectric layer have different etch selectivities
relative to one another.

In one embodiment, a top surface of the plurality of gate
structures is approximately co-planar with a top surface of
each of the pair of sidewall spacers.

In one embodiment, the gate contact via is further dis-
posed on a second of the gate structures, on the portion of
the second gate structure disposed above the active region of
the substrate, and the gate contact via couples the one and
the second gate structures.

In one embodiment, the trench contact via is further
disposed on a second of the trench contacts and couples the
one and the second trench contacts.

In one embodiment, the gate contact via is a self-aligned
via, and the trench contact via is a self-aligned via.

In one embodiment, the active region of the substrate is a
three-dimensional semiconductor body.

In one embodiment, the substrate is a bulk silicon sub-
strate.

In one embodiment, the gate structures include a high-k
gate dielectric layer and a metal gate electrode.

In an embodiment, a method of fabricating a semicon-
ductor structure includes forming a plurality of gate struc-
tures above an active region of a substrate. The method also
includes forming a plurality of source or drain regions in the
active region of the substrate, between the gate structures.
The method also includes forming a plurality of trench
contacts, a trench contact formed on each of the source or
drain regions. The method also includes forming a gate cap
dielectric layer above each of the gate structures. The
method also includes forming a trench cap dielectric layer
above each of the trench contacts. The method also includes
forming a gate contact via on one of the gate structures, the
forming including etching the corresponding gate cap
dielectric layer selective to a trench cap dielectric layer. The
method also includes forming a trench contact via on one of
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the trench contacts, the forming including etching the cor-
responding trench cap dielectric layer selective to a gate cap
dielectric layer.

In one embodiment, forming the gate contact via and the
trench contact via includes forming conductive material for
both in a same process operation.

In one embodiment, forming the plurality of gate struc-
tures includes replacing dummy gate structures with perma-
nent gate structures.

In one embodiment, forming the plurality of trench con-
tacts includes replacing dummy gate trench contact struc-
tures with permanent trench contact structures.

In one embodiment, the method further includes, prior to
forming the plurality of gate structures, forming a three-
dimensional body from the active regions of the substrate.

In one embodiment, forming the three-dimensional body
includes etching fins in a bulk semiconductor substrate.

What is claimed is:

1. A semiconductor structure, comprising:

a substrate comprising an active region and an isolation
region;

a plurality of gate structures, each having a portion
disposed above the active region and a portion disposed
above the isolation region of the substrate, wherein
each of the plurality of gate structures comprises a gate
cap dielectric layer on a top surface of the gate struc-
ture, the gate cap dielectric layer having an uppermost
surface, wherein the gate cap dielectric layer comprises
a first material;

a plurality of source or drain regions disposed in the active
region of the substrate, between the portion of each of
the gate structures disposed above the active region;

a plurality of trench contacts, each one of the plurality of
trench contacts disposed on a corresponding one of the
plurality of source or drain regions, wherein each of the
plurality of trench contacts comprises a trench cap
dielectric layer on a top surface of the trench contact,
the trench cap dielectric layer having an uppermost
surface co-planar with the uppermost surface of the
gate cap dielectric layer of each of the plurality of gate
structures, wherein the trench cap dielectric layer com-
prises a second material different than the first material;

a gate contact via disposed on one of the plurality of gate
structures, on the portion of the one of the plurality of
gate structures disposed above the active region of the
substrate; and

a trench contact via disposed on one of the plurality of
trench contacts.

2. The semiconductor structure of claim 1, wherein the
gate contact via and the trench contact via are disposed
essentially co-planar in a same inter-layer dielectric layer
disposed above the substrate.

3. The semiconductor structure of claim 2, wherein the
inter-layer dielectric layer is a bi-layer structure comprising
a top low-k dielectric layer and a bottom etch selectivity
layer.

4. The semiconductor structure of claim 1, wherein the
gate contact via and the trench contact via are substantially
co-planar with one another.

5. The semiconductor structure of claim 1, wherein each
of the plurality of gate structures further comprises a pair of
sidewall spacers, and wherein the trench contacts are dis-
posed directly adjacent to the sidewall spacers of a corre-
sponding gate structure.
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6. The semiconductor structure of claim 5, wherein a top
surface of the plurality of gate structures is substantially
co-planar with a top surface of the plurality of trench
contacts.

7. The semiconductor structure of claim 6, wherein the top
surface of the plurality of gate structures and the top surface
of the plurality of trench contacts are below a top surface of
each of the pair of sidewall spacers.

8. The semiconductor structure of claim 7, wherein the
uppermost surface of the gate cap dielectric layer on the top
surface of each of the plurality of gate structures is substan-
tially co-planar with the corresponding pair of sidewall
spacers.

9. The semiconductor structure of claim 7, wherein the
uppermost surface of the trench cap dielectric layer on the
top surface of each of the plurality of trench contacts is
substantially co-planar with the corresponding pair of side-
wall spacers.

10. The semiconductor structure of claim 9, wherein the
gate cap dielectric layer and the trench cap dielectric layer
have different etch selectivities relative to one another.

11. The semiconductor structure of claim 5, wherein a top
surface of the plurality of gate structures is approximately
co-planar with a top surface of each of the pair of sidewall
spacers.

12. The semiconductor structure of claim 1, wherein the
gate contact via is further disposed on a second of the
plurality of gate structures, on the portion of the second of
the plurality of gate structures disposed above the active
region of the substrate, wherein the gate contact via couples
the one and the second of the plurality of gate structures.

13. The semiconductor structure of claim 1, wherein the
trench contact via is further disposed on a second of the
plurality of trench contacts and couples the one and the
second of the plurality of trench contacts.

14. The semiconductor structure of claim 1, wherein the
gate contact via is a self-aligned via, and the trench contact
via is a self-aligned via.

15. The semiconductor structure of claim 1, wherein the
active region of the substrate is a three-dimensional semi-
conductor body.

16. The semiconductor structure of claim 15, wherein the
substrate is a bulk silicon substrate.

17. The semiconductor structure of claim 1, wherein each
of the plurality of gate structures comprises a high-k gate
dielectric layer and a metal gate electrode.

18. A semiconductor structure, comprising:

a substrate comprising an active region and an isolation

region;

a plurality of gate structures, each having a portion
disposed above the active region and a portion disposed
above the isolation region of the substrate, wherein
each of the plurality of gate structures comprises a gate
cap dielectric layer on a top surface of the gate struc-
ture, the gate cap dielectric layer having an uppermost
surface with respect to the substrate;

aplurality of source or drain regions disposed in the active
region of the substrate, between the portion of each of
the gate structures disposed above the active region;

a plurality of trench contacts, each one of the plurality of
trench contacts disposed on a corresponding one of the
plurality of source or drain regions, wherein each of the
plurality of trench contacts comprises a trench cap
dielectric layer on a top surface of the trench contact,
the trench cap dielectric layer having an uppermost
surface with respect to the substrate, the uppermost
surface of the trench cap dielectric layer co-planar with
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the uppermost surface of the gate cap dielectric layer of
each of the plurality of gate structures, wherein each of
the plurality of gate structures further comprises a pair
of sidewall spacers having an uppermost surface with
respect to the substrate, and wherein the uppermost
surface of the trench cap dielectric layer and the upper-
most surface of the gate cap dielectric layer are co-
planar with the uppermost surface of the pair of side-
wall spacers;

a gate contact via disposed on one of the plurality of gate
structures, on the portion of the one of the plurality of
gate structures disposed above the active region of the
substrate; and

a trench contact via disposed on one of the plurality of
trench contacts.

19. The semiconductor structure of claim 18, wherein the
gate contact via and the trench contact via are disposed
essentially co-planar in a same inter-layer dielectric layer
disposed above the substrate.

20. The semiconductor structure of claim 19, wherein the
inter-layer dielectric layer is a bi-layer structure comprising
a top low-k dielectric layer and a bottom etch selectivity
layer.
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21. The semiconductor structure of claim 18, wherein the
gate contact via and the trench contact via are substantially
co-planar with one another.

22. The semiconductor structure of claim 18, wherein the
trench contacts are disposed directly adjacent to the sidewall
spacers of a corresponding gate structure.

23. The semiconductor structure of claim 18, wherein a
top surface of the plurality of gate structures is substantially
co-planar with a top surface of the plurality of trench
contacts.

24. The semiconductor structure of claim 18, wherein the
gate cap dielectric layer and the trench cap dielectric layer
have different etch selectivities relative to one another.

25. The semiconductor structure of claim 18, wherein the
gate contact via is a self-aligned via, and the trench contact
via is a self-aligned via.

26. The semiconductor structure of claim 18, wherein the
active region of the substrate is a three-dimensional semi-
conductor body.

27. The semiconductor structure of claim 26, wherein the
substrate is a bulk silicon substrate.

28. The semiconductor structure of claim 18, wherein
each of the plurality of gate structures comprises a high-k
gate dielectric layer and a metal gate electrode.
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